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TEST REPORT
Report No: PTC25120502R Issue Date: 05/12/2025—!
Issued to: RUSHIL DECOR LIMITED
Rushil House, Near Neelkanth Green Bunglow, Off. Sindhu
Bhavan Road, Shilaj, Ahmedabad, Gujarat- 380058
Sample ID No.: PTC25120201
QR Code Number: Not Applicable
Counter QR Code Number: Not Applicable
Referred Specification/Standard: In accordance with ISO 13894-1:2000
Grade/Type/Variety/Class/Size /Rating: Thickness-12mm, Type- CGS/CGF/EDS/EDF,
Density- 1430 Kg/m3
Sample Description: High Pressure Decorative Laminate
Sample Priority /Non Priority: Not Applicable
Sample Drawl Date: Not Applicable
Sample Drawl By: Customer Itself
Test Request finalization Date: Not Applicable
Sample Quantity: Sufficient
Condition of Sample: Good
Batch No. /Control Unit No.: Not Available
Date of Manufacturing: Not Available
Sample Receive Date: 02/12/2025
Nature of Test (s) to be carried out: Resistance to Axial Withdrawal/Resistance to fixing
Location of Performance of Test (s): Permanent Facility
Test Started: 02/12/2025
Test Completed on: 05/12/2025
Environmental Conditions: 20£55C
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CHECKED BY AUTHORIZED SIGNATORY

REMARKS:

* The result (s) listed in the report refer only to the item(s) tested and it's Parameters(s). Endorsement of products is
neither inferred nor implied.

* Sample will be destroyed after 90 days from the date of issue of test report unless otherwise specified.

* Report refers to the sample as received and not drawn by us unless mentioned otherwise

* The report shall not be reproduced except in full, without the approval of the laboratory and cannot be used as
evidence in the Court of law and should not be used in any advertising media without our special permission in

writing.
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TEST RESULT

Report No: PTC25120502R Issue Date: 05/12/2025 |

S.No Test Units Test Method Result
1. Resistance to Axial Withdrawal of Wood Screws /Resistance to Fixing (Screw Pull Out Strength)
a) Face N ISO 13894-1:2000 3514

Remarks: The above test result is the performance test for the sample High Pressure Decorative
Laminate, Thickness-12mm provided by the applicant.

**End of Report**
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* The result (s) listed in the report refer only to the item(s) tested and it's Parameters(s). Endorsement of products is

neither inferred nor implied.

® Sample will be destroyed after 90 days from the date of issue of test report unless otherwise specified.

* Report refers to the sample as received and not drawn by us unless mentioned otherwise

* The report shall not be reproduced except in full, without the approval of the laboratory and cannot be used as
evidence in the Court of law and should not be used in any advertising media without our special permission in

writing.
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